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PART NO.| A | B | COLOR | TAPPED
S4-40 NATURAL
sa208) | &4 | 25 [aiack | 440 UNC
S6-32  [7.9[3.2] NATURAL | 6-32TUNC

NOTE:1. INNER THREAD WAS DONE BY 2ND PROCESS TAPING.

SOME SLIGHT NYLON BURRS REMAINED INSIDE THE THREAD HOLE IS A NORMAL PHENOMENON.
A RAF, ARAREM TEE. AMURILAELFRESE, BEERL.

2. THE COLOR BATCH TEST REPORT IS ONLY FOR FIRST LOT TEST.
EFRFARARE, FRERBAREE.
3. MADE OF EQUIVALENT MATERIAL.
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